Annex B

[tem : Baby bangle from Satya Jewellers

ie }

TEST RESULTS

Tested Fineness of | . equired Conformness
Test Point, Pt Gold in parts per Fineness of Gold to B
, thousand in parts per requirements
thousand
912.8
1 916.0 & Body
908.6
904.4 Wire
2 800.0 v (solder
2067 inclusive)
910.2
Globe (solder
i o 5000 v inclusive)
906.2
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